
  

GENERAL SURFACE APPEARANCE 
 
 

A1: General comparison of the coupons 
 

A2: Reference coupon A3: Coupon blasted with chilled iron 
grit 

A4: Coupon blasted with aluminium 
oxide followed by solvent wash 

A5: Coupon blasted with recycled glass 

A2 to A5 were digitally manipulated using a high pass filter to give a better contrast of the 
surfaces 
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