
  

SURFACE APPAREANCE USING A STEREO MICROSPCOPE 
 

B1: Coupon as received B2: Coupon as received and degreased  

B3: Coupon blasted with chilled iron 
grit  

B4: Coupon blasted with aluminium 
oxide (with solvent wash) 
 

B5: Coupon blasted with recycled glass  
 
 


